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Reliance Worldwide Corporation (VIC) Client Account Number: A00493376UPK
55 Quantum Close Eurofins Quote Number: XC8UPH19005103
Dandenong South, VIC 3175
AU
Eurofins Sample Number NJ21AA9828-1
Original Received Date: 22-Jul-2021
Description: Reliance PE-Xb Sharkbite/Auspex/EvoPEX DN16 pipe coated
with segments of A = Hilti CP606 & B = Hilti CP611a and C =
Promaseal A Acrylic Sealant & D = Soudal Trade Roof & Gutter
Silicone
Containers Submitted: 20 Unit(s)

Analysis

# AS/NZS 4020:2018 Compliance Testing
Refer to Attachment # 1

Subcontracted Testing (if performed) is not covered under NATA Accreditation 15773.
Method: AS/NZS 4020, Appendix A and in-house method TMP 191100 & TMP 191101
Analysis Date: 07-Sep-2021

Supplemental Information

# Accredited for compliance with ISO/IEC 17025:2017- Testing. NATA Accreditation Number 15773.

Contracted Company: Eurofins ams Laboratories (Sydney)

8, Rachael Close, Silverwater, NSW 2128 Australia
SampleReceiptAMS@eurofins.com

TGA Licence No: MI-15112007-L1-002191-11 APVMA Licence No.: 6139
Questions about this report should be directed to your project manager or the general email listed above.



